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SUBMITTED TO:
Joan Kessner
Washington Closure Hanford
2620 Fermi Avenue, MSIN H4-21
Richland, WA 99354

REFERENCE DATA:
Client Sample No.:
P.O. No.:
Sample Location:
Sample Type:
Method Reference:
DCL Set ID No.:
DCL Sample ID No.:
Sample Receipt Date:
Analysis Date:

J15WJ8 through J15WNI
Not Available
309
Bulk
EPA-600/R-93/1 16
07-A-6463
07-37417 through 07-37447
11/13/07
11/16/07 through 11/19/07

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt
except where noted. The samples were examined under a stereomicroscope in a laboratory fume hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the material
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy*. Estimates of concentration are made on an area basis. The results of the analysis apply only
to the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem
Laboratories will dispose of-all bulk samples after 60 days unless other arrangements are made.

Shawn Smythe
Analyst

Anna Marie Ristich
Reviewer

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in order to
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated.

DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute of
Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency
of the federal government..

CINCINNATI OFFICE
4388 GLENDALE-ILFORD ROAD
CINCINNATI, OHIO 4242-3706
513 733-5338, FAX 513 733-5347

WEST COAST OFFICE
11 SANTA VORMA COURT
NOVATO. CALIFORNIA 94945
800 280-0071, FAX 415 893-9469
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11/19/07

DataChew Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6463

Client Sample ID: J15WJ8 J15WJ9 J15WK0 JI5WKI J15WK2
DCL Sample ID: 07-37417 07-37418 07-37419 07-37420 07-37421
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Homog. Layered Layered Layered Layered
Inseparable Inseparable Inseparable Inseparable

Color: Grey/Yellow Yellow/Black Yellow/Black Yellow/Black Yellow/Grey
Texture: Fbrs/Crmby Fbrs/Resns Fbrs/Resns Fbrs/Resns Fbrs/Pwdry
Description: Material Material Material Material Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >3 5 >1 3
% Amosite: Trace >1 3
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >3 5 ND ND ND >2 9 6
Other Materials
% Cellulose: >10 ! 20 >10 ! 20 >10 20 >10 520
% Fiberglass: >40 5 50 >50 60 >50 60 >50 60 >60 s 70
% Other Fibers:

% Resin/Binder: >5 10 >5 10 >5 E 10
% Non Fibrous: >20 30 >5 10 >5 10 >5 10 >20 !930

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 2 of 11



11/19/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6463

Client Sample ID: J15WK6 J15WK6 J15WK7 J15WK8 J15WK8
DCL Sample ID: 07-37422A 07-37422B 07-37423 07-37424A 07-37424B

Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Layered

Inseparable

Color: Grey Black Yellow/Grey Black Brown
Texture: Compact Resinous Fbrs/Pwdry Flexible Crumbly
Description: Tile Mastic Material Covebase Mastic

Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1 3 >3 s 5 >1 5 3
% Amosite: >1 3
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >153 >355 >2!r6 ND ND
Other Materials
% Cellulose:
% Fiberglass: >60 ! 70
% Other Fibers:

% Resin/Binder: >10 520 >705 80 >20 30 >70 80
% Non Fibrous: >70 ! 80 >10 !g20 >20 30 >60! 70 >10 520

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states

If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 3 of II



11/19/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6463

Client Sample ID: J15WK9 J15WK9 J15WL0 J15WLO Jl5WLL
DCL Sample ID: 07-37425A 07-37425B 07-37426A 07-37426B 07-37427
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Layered

Inseparable
Color: Grey Brown Grey Brown Grey/Black
Texture: Fbrs/Crmby Crumbly Fbrs/Crmby Crumbly Fbrs/Resns
Description: Ceiling Tile Mastic Ceiling Tile Mastic Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1!3
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND >1:3
Other Materials
% Cellulose: >40 50 >40 !g50 >60 70
% Fiberglass: >20 !g30 >20 5 30
% Other Fibers:

% Resin/Binder: >70 ! 80 >705 80 >10 ! 20
% Non Fibrous: >10 20 >10 520 >105 20 >105 20 >5 10

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
"... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 4 of I1



11/19/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6463

Client Sample ID: J15WL2 J15WL3 J15WL4 J15WL5 J15WL6
DCL Sample ID: 07-37428 07-37429 07-37430 07-37431 07-37432
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Layered Homog. Homog. Layered

Inseparable Inseparable
Color: Grey Grey/Black Grey Grey Grey/Black
Texture: Crmby/Fbrs Fbrs/Resns Crmby/Fbrs Crmby/Fbrs Fbrs/Resns
Description: Material Material Material Material Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1 3 >1 5 3
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND >1:3 ND ND >1 3
Other Materials
% Cellulose: >5 10 >605 70 >5 10 >60 570
% Fiberglass: >20 30 >20 30 >30 s 40
% Other Fibers:

% Resin/Binder: >10 520 >10 20
% Non Fibrous: >50 s 60 >55 10 >50 60 >50 ! 60 >5 s 10

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 5 of 11



11/20/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6463

Client Sample ID: J15WL7 J15WL8 J15WL8 J15WL9 J15WL9
DCL Sample ID: 07-37433 07-37434A 07-37434B 07-37435A 07-37435B
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Layered

Inseparable
Color: Greyfan Grey Black Grey Black
Texture: Crmby/Fbrs Compact Resinous Compact Resinous
Description: Drywall Tile Mastic Tile Mastic
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1 5 3 >1! 3 >1 s 3
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos:. ND ND >1 5 3 >1 93 >1:53
Other Materials
% Cellulose: >10!520 >3 -55 >3:s 5
% Fiberglass:
% Other Fibers:

% Resin/Binder: >10 r20 >70 80 >10 ! 20 >70 80
% Non Fibrous: >70 ! 80 >70 80 >10 20 >70 80 >10 !920

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 6 of 11



11/20/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6463

Client Sample ID: J15WMO J15WM0 J15WM1 J15WMI J15WM2
DCL Sample ID: 07-37436A 07-37436B 07-37437A 07-37437B 07-37438
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Layered

Inseparable
Color: Grey Black Black Brown Brown/Tan
Texture: Compact Resinous Flexible Crumbly Fbrs/Crmby
Description: Tile Mastic Covebase Mastic Carpet
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1 s 3 >1 3
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >1 3 >1 53 ND ND ND
Other Materials
% Cellulose: >3 5
% Fiberglass:
% Other Fibers: >70 s 80

% Resin/Binder: >10 520 >70 -.80 >205 30 >60 70
% Non Fibrous: >70 80 >10 s20 >605 70 >20 30 >10 20

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 7 of 11



11/20/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6463

Client Sample ID: J15WM3 JI5WM3 J15WM3 Jl5WM4 Jl5WM5
DCL Sample ID: 07-37439A 07-37439B 07-37439C 07-37440 07-37441
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Homog. Homog.
Color: Grey Tan Tan Grey Grey
Texture: Compact Resinous Crmby/Fbrs Fibrous Fbrs/Crmby
Description: Tile Mastic Mastic Material Ceiling Tile
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1 3 Trace
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >1 !3 Trace ND ND ND
Other Materials
% Cellulose: >40 2-50
% Fiberglass: >20 r.30
% Other Fibers: >5 10 >80 s90

% Resin/Binder: >10 520 >70 - 80 >50 sg60
% Non Fibrous: >70! .80 >10 r.20 >205 30 >5 10 >10 520

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 8 of 11



11/19/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6463

Client Sample ID: J15WM6 J15WM7 J15WM8 J15WM8 J15WM9
DCL Sample ID: 07-37442 07-37443 07-37444A 07-37444B 07-37445A
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Homog. Layered Layered Layered

Inseparable
Color: Grey/Tan Grey Grey Tan Grey
Texture: Crmby/Fbrs Crmby/Fbrs Compact Resinous Compact
Description: Drywall Material Tile Mastic Tile
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >15 3 >1 ! 3
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND >1:!93 ND >1. 3
Other Materials
% Cellulose: >10 520
% Fiberglass:
% Other Fibers: >30!g 40

% Resin/Binder: >10 ! 20 >705 80 >10 520
% Non Fibrous: >70g 80 >50 !960 >70 80 >10 g20 >70 80

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smy $,r- r
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 9 of 11



11/19/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set ID: 07-A-6463

Client Sample ID: J15WM9 J15WM9 J15WNO JI5WN0 J15WN0
DCL Sample ID: 07-37445B 07-37445C 07-37446A 07-37446B 07-37446C
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Layered
Color: Tan Tan Grey Black Tan/Black
Texture: Resinous Crumbly Compact Resinous Crumbly
Description: Mastic Mastic Tile Mastic Mastic
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1 s 3 >1: 3 >1:93
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% TotalAsbestos: ND ND >1:3 >193 >1s3
Other Materials
% Cellulose:
% Fiberglass:
% Other Fibers:

% Resin/Binder: >70 80 >70 r;80 >10 ; 20 >70 80 >705 80
% Non Fibrous: >10 520 >10:r;20 >70 80 >10 g20 >10 520

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 10 of II



11/19/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309

Set D: 07-A-6463

Client Sample ID: J15WN1
DCL Sample ID: 07-37447
Macroscopic Examination
Accepted/Rejected: Accepted
Homogeneity: Homog.
Color: Grey
Texture: Compact
Description: Material
Analysis: PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND
Other Materials
% Cellulose:
% Fiberglass:
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >90 S; 100

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 11 of 11



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 Page 2 of 11
Collector Comnanv Contact Telephone No. Proiect Coordinator

Mike Stankovich MTStankovich 531-7620 KESSNER,JH PriceCode 9K DataTurnaround

Proiject Designation Samolina Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040

Ice Chest No. Field Loebook No. COA Method of Shipment
-Eo Ex EL-1518-9 See below Federal Express

Shipped To Offsite ProDerty No. Bill of Ladinp/Air Bill No.
DataChem Laboratories - Cincinnati 1-10,640 059 See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos & Be Preservation Non

Special Handling and/or Storage Type of Container

- No. of Container(s)

Volume ig

BUL-EPA

SAMPLE ANALYSIS

Sample No. Matrix* Sample Date Samplerime

,1 'Avtioi OTHER SOLID

J15WJ8 OTHER SOLID a. /o - C_

J15WJ9 OTHER SOLID

J15WKO I OTHER SOLID %o X

J15WK1 <7 OTHER SOLID C' 7 M

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix
0inquished 3y.Remoed Rom Daterrime /0/S Received 8 N&IDateime Lahoratory Analysis, Data Management, and Shipping COA - RD4MXX2FOO

Relin B Da m 401 RecivedRy/Sworedd Dae'Time

Relinquished , mc~ovd Dn4-' ie R-6e, B1y'S:o nDateffinne * -A

Relinquished By/Reaovd Front Datefime Rm'b- jy/Stod In DaterTiaae T-

Rclinqutished By/Remo'ed From Daimffimn Re lvety/stord In Dateffime

Relinqunished By/Removd Frtam Dxd/Time Received By/Stored in Date/Tme

LABORATORY R--ei-e " Title Darritn
SECTION -

FINALSAMPLE FroDsal M&hd Disposed By DatBunIe
DISPOSITION

WCH-EE-011



Washinfton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 Page 1 of N
Collector Company Contact Telephone No. Project Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, I Price Code 9K Data Turnaround

Proicet Designation Sampling Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040

Ice Chest No. Field Loebook No. COA Method of ShinmentP £ EL-1518-9 See below Federal Express

Shipped To Offsite Pronertv No Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati O 66/5 . _ ee OSPC

POSSIBLE SAMPLE HAZARDS/IREMARKCS

Asbestos & Be Preservation

yp C
Special Handling and/or Storage Ty_ of Container

No. of Container(s)

Volume Si

BULK-EPA
SAMPLE ANALYSIS

Sample No. Matrix Sample Date Sample Time

J15WK2 OTHER SOLID 2_
J1 S OTHER SOLID
J1 K4 /. OTHER SOLID

15WK5 -7-OTHER SOLID
J15WK6 _5-tj V OTHER SOLID I

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix
ished By/ternoved Frm . Dae/ime /0/ Receied By/Stored In Dateiane Laboratory Analysis, Data Management, and Shipping COA - RD4M2F00

07 4&44x $o %?Af/petb /A/tO7 /0/5 SOS
Relinquished By/Removed Date/lime tc Reccied By/Stored Dasmine

tFff1 Smn& /-/r-v7 ,OO FE-W
RelincpiushdBy/Remn dFr.n Date/lime RccciA -Aiedr Daterrime

Rlinqwished By/kenoed Fomra Datefine Stomd In Daldruie T

Relinquished By/Remotd From Dateffne Receivd By/Stored In Dat*me

Reliagnished By/Removed From Dater Roced By/Stored in Daterrime

LABORATORY ReceivedBy Tite Dat rime
SECTION

FINALSAMPLE Disposal M Disposed By Date/irne
DISPOSITION

WCH-EE-01 1



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-040-336 Page of -

Collector Company Contact Telephone No. Project Coordinator
Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

Project Desienation Samoline Location SAF No. 7 Days
300 Area D&D Waste Charactrization Sampling - Other Soll 309 RC-040

Ice Chest No. . Field Loebook No. COA Method of Shipment
'A Eep c20 EL-1518-9 Seebelow Federal Express

Shined To Offsite Property No. Bill of Ladine/Air Bill No.
Datachem Laboratories - Cincinnati See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos & Be Preservation

Special Handling and/or Storage Type of Container

No. of Container(s)

Volume 5g

BULY-EPA

SAMPLE ANALYSIS

Sample No. Matrix Sample Date Sample Time

J15WK7 3 OTHER SOLID I I/a/o 7 cg-7
J15WK8 OTHER SOLID a -3 CD -

J15WK9 34( OTHER SOLID p 533 /

J15WLO - t OTHER SOLID 0 S(,
J15WL1 OTHER SOLID 3 C _-

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix

- h y/Rm d Frm Daene /0 '1' Recivd By/Stored In Date/Time Laboratory Analysis, Data Management, and Shipping COA - RD4MXX2FO

Relinq,.khed B, R vdDatafuie &C~q Recived By/Sw.J In Datecf/T ssa

Rclingnished by/R.OervA m Dawerfmc Rcaiy/tred In Dt/ A

Rclinquishd Ry/Removd Fr.. Dahe/'line bat Vy/Storedl in Datu/Time

Redinished By/R emnved Fmm, DsaiTefin. Re avd ynoed In Date/Tie x-ose

Relinquisled By/Remnve Frm Dote/Fme R coived By/Shued In Dgdrfime

LABORATORY R-c Tife fr
SECT'ION ( (0 '

FINAL SAMPLE Disposal M-chd- Disposed By Dabeffba
DISPOSITION

WCH-EE-011



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 Page I of 1Q
Collector Company Contact Telephone No. Protect Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, JH PriceCode 9K DataTurnaround

Proiect Designation Sampline Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-N4

Ice Chest No. Field Loebook No. COA MethodofShipment
EL-1518-9 See below Federal Express

Shipped To Offsite Property No. Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati -440 95.d57 See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos & Be Preservation

Special Handling and/or Storage Type of Container

No. of Container(s)

Volume

BULK-EPA
SAMPLE ANALYSIS

Sample No. Matrix * Sample Date Sample Time 7. -

J15WL2 OTHER SOLID i i0fo-) OWL Y

J15WL3 Z fLf OTHER SOLID /. Kz
J15WL4 L C OTHER SOLID r'W rs X
J15WL5 OTHER SOLID 0  X
J15WL6 OTHER SOUD 07 o 5)

CHAIN OF POSSESSION Sign/PrintNames SPfCIAL INSTRUCTIONS Matrx
uishod Bv/Reioed From Date/Time /ty's tvd Br/Stored In Date/Time Lahormo$y Analysis, Data Manageint, and Shipping COA - RD4MXX2FO

Relinprs 4 a :Cfme /4 RectivedBy/Storedn Maerm

/rMVXr1 &2Z-/- Fi', F- X -
Reiinquishe y/kpfh r DaIefrime Reced y/Smorc In -Date/Time AA

Rclinpnished By/RtemovldFrom Date/fime Xni- By/Stored In Date/T-e

Relinquished By/R emnvd Fd By/Snwmd In DateffimeBy/

Relinquished By/Removed Fmm ateime Receved By/Stod In De/ime

LABORATORY ReceiedB Thie D reTli
SECTION

FINAL SAMPLE Disposal Method- Disposed By Date/Tune
DISPOSION

WCH-EE-011



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 P-ae 1 of 1-
Collector Cormoany Contact Telephone No. Project Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Tnaround
Protect Desination Sampling Location SAF No. 7 Days

300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040

Ice Chest No. Field Lotbook No. COA Method of Shinment
FP P EX 56K EL-1518-9 See below Federal Express

Shiped To Offsite Property No. Bill of LadingJAir Bill No.
DataChem Laboratories - Cincinnati ) ___ _ -See OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos & Be Preservation

Special Handling and/or Storage Type of Container

No. of Container(s)

Volume

DUUK-EPA

SAMPLE ANALYSIS

Sample No. Matrix * Sample Date Sample Time

J15WL7 3-tq 33 OTHER SOLID I ( (I 2107 AC &-5-7
J15Wf8 OTHER SOLID 0 oo
J15WL9 OTHER SOLID 0103

OTHER SOLID O .

J15WM1 OTHER SOLID t,/707 -V
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix

Reliniqihed lry/Remved Frmm Date/Time /"r Rceved BySrd nate/rime laboriory Analysis, Data Management, and Shipping COA - RD4MXX2FO

or/A//SAAAth / ,7 e$# //y/zr / ~sa
D 4/6 RecvedBy/Sred Date Tine n-slug

RdnquisheiByak*ov r DamTme Rc By/Smo In DoT A-Ak

Relinquished y/Rmved From Dame/Time Re ' By'SmnedIn DaTime

Ielinquished By/R emoved Fm, Date/ine received By/Stored In Date/Time

Relinquished By/Removd From Date/Tae Received By/Stored In Dale/Time

LABORATORY Received BY Title DoeTfne
SECTION

FINAL SAMPLE Disposal Meth, Disposed By Date/Tbne
DISPOSITION

WCH-EE-01 1



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-336 JP-E 1 of 12
Collector Comnanv Contact Telephone No. Proect Coordinator

Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

Proiect Desianation Samoline Location SAP No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 309 RC-040

Ice Chest No. Field Loebook No. COA Method of Shipment
EL-1518-9 See below Federal Express

Shipped To Offsite Propert, No. Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati f 0 se Se OSPC

POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & Be Preservaton N

Special Handling and/or Storage T__e of Container

No. of Container(s)

Volume

BULK-EPA

SAMPLE ANALYSIS

Sample No. Matrix * Sample Date Sample Time

J15WM2 L(q OTHER SOLID tit74P7 0117. T
J15WM3 OTHER SOLID 09/ x
J15WM4 OTHER SOLID A C
J15WM5 OTHER SOLID

JI5WM6 7 OTHER SOLID 0 qq

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matix
Rli sished By/Removed From Datenime /W;" Reccivd By/Sored.I Dale/T me Laboratery Analysis, Data Management, and Shipping COA - RD4MXX2F00

Relinquished By/IR ed DateFlk III V Received By/Stored1l DateTime 9-s

Relinquished By/Remo' ron, DatedieBy/S Rm Inare'fTi A-"

Relinqlished By'Remnovd Fvw Date/Time - +d3yS~ din Da-/rr. OL1 Liqld

Relinquished By/Renoved From Date/Tine ecivd By/Storcd In Dane/Time

Relinquished By/Removed From Date/lime eceived By/Stored In DateriTne

LABORATORY Received Tide Datelien
SECTION Pc 10-7-

FINAL SAMPLE Disposal Meth Disposed By Date/lime
DISPOSITION

WCH-EE-01 I



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-040-336 Pge I of LQ

Collector Company Contact Telephone No. Project Coordinator
Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Tunaronod

Prorect Desienation Sampling Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Soi 309 RC-040

Ice Chest No. Field Lotbook No. COA Method of Shiioment
rffc't& JCA EL-1518-9 See below Federal Express

Shioned To Offsite Property No. Bill of Ladine/Air Bill No.
DataChem Laboratories - Cincinnati See ;?w _ _OSPC_

POSSIBLE SAMPLE HAZARDS/REMARKS

Asbestos & Be Preservation

Special Handling and/or Storage Type of Container

No. of Container(s)

Volume

- EUUK-EPA

SAMPLE ANALYSIS

Sample No. Matrix * Sample Date Sample Time

J1SWM7 OTHER SOLID -022 -7
J15WM8 OTHER SOUD 3 ) K_
J15WM9 OTHER SOLID 13 e

J,5WN OTHER SOLID

J15WN1 5 r4 OTHER SOLID - Man x
CHAIN OF POSSESSION , 1 Sign/Print Names SPECIAL INSTRUCTIONS Matrix

Relinquished By/Removed From DaSl fiC l/ Rv/ eived By/S daDate/Time bboratoty Analysis, Data Management, and Shipping COA - RD4MXX2FOO

Rel ipshMdB DateTime Receiv d id n" Daefme 

Rcrqinshed f 6Date/lime R.eceivec ./

Refinquished By/Rmovd Fnan Daterimc y/Stoed In DateJfimc e~

Rclimquihed y/R evd Ftd Dae Recied BySt..d In Daterrime

Relinquished By/Removed From Date/Time Received ByStnred In Date/Tine

LABORATORY Title Dale/ime
SECTION 1 ,3 t7 1m3W

FINAL SAMPLE Disposal Mh Disposed By Daefime
DISPOSITION

WCH-EE-01 1


